Kalle

Rotting Test of Kalle Sponge Cloth
in Microbial Active Soil

After 1 week: After 2 weeks: After 3 weeks:

Sample shrunk, Sample shrunk, Sample shrunk,
starting of dissolving process dissolving process continued about 20% — 30% dissolved

- -

After 4 weeks: After 5 weeks: After 8 weeks:
Sample shrunk, Sample shrunk, Sample shrunk,
about 40% dissolved about 60% dissolved about 80% dissolved

After 24 weeks: Totally dissolved (Test Report No. 435971, EMPA St. Gallen/ Switzerland, July, 19 2005)
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